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ABSTRACT
An analysis of fission product release during the Three Mile
Island Unit 2 (TMI-2) accident has been initiated to provide an
understanding of fission product behavior that is consistent with
both the best estimate accident scenario and fission product
results from the ongoing sample acquisition and examination
efforts. "First principles" fission product release models are
used to describe release from Intact, disrupted, and molten fuel.
Conclusions relating to fission product release, transport, and
chemical form are drawn.
1.

INTRODUCTION

The March 1979 accident at Three Mile Island Unit 2 (TMI-2), the most severe
core damage accident that has occurred In a U.S. commercial light water
reactor, provides a unique opportunity to obtain data about fission product
behavior under real accident conditions. A significant fraction of the more
volatile fission products was released from the fuel; however, these fission
products were confined In the reactor coolant and other plant systems and the
containment without significant release to the environment. Examining the
dominant physical and chemical processes that affected fission product
release behavior during the accident may Improve the current understanding of
such phenomena as fission product release, transport, and chemical form, an
understanding that Is currently based largely on separate effects and scaled
Integral test data. Thus, the accident provides the only full-scale data
base with which to study these phenomena. The DOE has sponsored a major
program at the INEL to maximize the quantity and quality of this data base.
This program 1s the TMI-2 Accident Evaluation Program and Its objective and
plan are documented 1n Reference 1.
The purpose of the work reported here 1s to analyze fission product release
from the core during the accident using "first principles" fission product
release models. The results from this study will be used to Improve our
understanding of the accident scenario and to provide additional Insight Into
the accident. The fission product release and retention estimates developed
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In this study will be compared, to the extent possible, with retention data
from samples that have and will be obtained from TMI.
Brief reviews of the accident scenario and the fission product retention data
from TMI-2 are presented in Section 2. Sections 3 through 6 describe the
proposed "first principles" analyses that will be used to describe fission
product release during the TMI-2 accident. A suraiiary and conclusions from
this work are provided In Section 7.
2.
2.1

REVIEW OF THE T M - 2 ACCIDENT SCENARIO
AND FISSION PRODUCT RETENTION DATA

Accident Scenario

The fission product analysis has been divided Into four parts to correspond
to the four thermal/hydraulic phases of the accident. Each phase represents
a different set of core thermal/hydraulic and fuel conditions. This section
will briefly review the five phases of the TMI-2 accident. Additional
Information about the accident scenario Is provided in Reference 2.
Phase 1 is defined as the time from the turbine trip (time zero) until the
A-loop reactor coolant pumps (RCPs) were turned off at 100 min. (The B-loop
RCPs were turned off earlier at 73 min.) This phase Is characterized as a
small-break LOCA accompanied by a slow depressurizaton of the reactor coolant
system without uncovery or heatup of the core. Hence, no fission product
release occurred.
The thermal and hydraulic conditions during Phase 2 (between cessation of
forced convection at 100 m1n and the B-pump transient at 174 min) were
characteristic of a slow core bolloff and heatup that started between 114 and
120 min, and continued throughout this phase. Containment radiation monitor
signals indicated that some fuel rods had burst between 137 and 142 min.
High output currents were observed from the SPNDs in the central upper
region. At approximately 150 min, it Is believed that rapid oxidation had
begun causing cladding temperatures to exceed 1850 K. This exothermic
oxidation drove temperatures above clad melting and some fuel dissolution
began. Downward relocation of this liquefied material would be expected to
occur, resulting In a small blockage of material near the core center. Core
heatup analysis indicates that peak core temperatures exceeded 2400 K by
174 min. The upper portions of the core contained partially oxidized rods
and high temperature remnants consisting of UO^ pellets and ZrOp
cladding. In the central region of the core, a partially molten noncoolable
U-Zr-O mixture rested upon a hard pan of Zr02/U02 ceramic which had
solidified between the existing fuel rods.
Phase 3 is defined as the time period between 174 and 224 min. For the
purposes of the fission product analysis, this phase 1s separated into two
phases termed Phases 3a and 3b. Phase 3a Is termed the "B-pump" transient
because the 2B RCP was operated for a short time (several tens of minutes)
and Introduced about 28 m^ of water In an effort to cool the core. The
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pump transient caused the highly brittle oxidized cladding to fracture,
forming a rubble bed of fuel pieces and cladding shards which rested on the
molten O-Zr-O mixture.
During Phase 3b between 180 and 224 min, the molten U-Zr-0 material and part
of the debris bed continued to heat to produce a large molten mass surrounded
by a crust. This occurred despite the fact that the liquid level was
estimated to be near the top of the core. On top of the crust Is a debris
bed and a void region formed when the embrittled fuel rods collapsed during
Phase 3a. A simplified one-dimensional heatup analysis of the molten mass
and the surrounding upper and lower crusts Indicates that despite the limited
cooling at the periphery the molten material continued to heat up from decay
heat due to the high thermal resistance of the oxide and the large thermal
capacitance of such a large consolidated mass.
Selected data from the accident substantiate that during the last phase,
Phase 4, which lasted from 224 to 230 rain, a major relocation of core
material occurred. Visual inspection data and crust failure analysis
indicate that the crust surrounding the molten pool failed near the top at
the southeast core periphery. The molten material then drained through the
lower support assembly and Into the lower plenum. It Is estimated that
between 10 and 20 tons of core material relocated to the lower plenum at this
time.
As is noted In Reference 2, the accident scenario represents a best-estimate
Interpretation of the TMI-2 data to date. Work is continuing to define more
details, especially from the later phases of the accident. Hence, the
understanding of the accident scenario might change.
2.2

Fission Product Retention

The fission product Inventory at the time of the accident Is needed for the
release calculations presented here. Table 1 lists the Inventories for
various fission products based on a detailed nodal 0RIGEN2 inventory
calculation.[3]
Small samples from the upper debris bed and the lower plenum have been
analyzed for their fission product content.[4] The average fission product
retentions for lO&Ru, ^^^$h, '^^^1, "'37cs, 90sr, 1 5 4 E U ^ ^^^
'^^^Ce are presented 1n Table 2 along with the range found In the various
debris samples. One objective of this work Is to explain the results In
Table 2, especially the high retention of the cesium in the lower plenum
samples, the high retention of Iodine in the upper debris samples, and the
low retention of ruthenium in the lower plenum samples.

3•

FISSION PRODUCT RELEASE DURING PHASE 2

During the initial core heatup and degradation, three mechanisms are thought
to contribute to fission product release: gap release, diffusional release,
and release from liquefied fuel. Because the burnup of fuel in TMI-2 was
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lABLE 1. TOTAL CORE ELEMENTAL FISSION PRODUCT INVENTORIES

Inventory'

a.

Element

{_mole

Kr
Sr
Ru
Sb
le

42.6
129.6
176.1

I
Xe
Cs
Ce
Eu

1/.3
314.4
161.7
209.9

2.2
29.2

3.5

Three hours after scram (from Reference 3 ) .

TABLE 2. AVERAGE FISSION PRODUCl RETENTION

Percent of Inventory Retained
Lower Plenum
Radionuclide

a.

Average

Range

Upper Plenum
Average

Range

1-129
Cs-137
Ru-106

3
14
7

3- 24
0- 38
0- 19

22
21
55

10- 38
6- 32
35- 86

Sb-125
Sr-90
Eu-154
Ce-144

3
114
86
110

0- 17
73-190
69-105
90-164

23
93
90
114

18- 38
79-102
60-108
90-130

Compared with core average ORIGEN-2 analysis (pC1/gU).

quite low (<4000 MWd/MTU), very little fission product inventory is
expected to have been in the gap. As a result, gap release will not be
examined here. This section will discuss models that have been used to
describe diffusional release and release from liquefied fuel.
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3.1

Booth Diffusion Model

Many out-of-plle postlrradlatlon experiments [5-8] indicate that for
temperatures between 1000 and 2180 K prior to fuel dissolution, fission
product behavior Is dominated by diffusional release of volatile fission
products (Xe, Kr, Cs, I, Te) from ruptured fuel rods. Very little release of
the medium and low volatile fission products Is expected for these
temperatures. Many Investigators have used the Booth diffusion model [9] has
been used successfully to describe the results of fission product release
experiments conducted in this temperature range. The Booth diffusion model
Is based on the solution to the diffusion equation from a sphere of radius
a. The fractional release of a fission product Is given by
FR = 6(Dt/ira^)''^^ - 3Dt/a^

(1)

where
D

=

diffusion coefficient of the fission product (cm^/s)

a

=^

"equivalent radius" of the sphere (cm)

t

:^

time (s).

The diffusion coefficient is usually given by an Arrhenlus function of the
form
D = DQCXPC-Q/RT)

(2)

where
Do

=

pre-exponential factor (cm^/s)

Q

=

fission product activation energy (kcal/mole)

R

=

universal gas constant fkcal/raole K)

T

=

fuel temperature (K)

and the equivalent radius is derived from the total surface area available
for diffusion and the volume of the specimen. In general, this latter
parameter is difficult to obtain for specimens that are poly-crystalline. As
a result, many researchers correlate their results to an effective diffusion
coefficient D where D' = D/a^.
The Booth model given by Equation (1) is applicable for the case of a
constant temperature anneal and releases less than 30%. The temperatures In
TMI-2 were not constant during the initial core heatup; hence the diffusion
coefficients [Equation (2)] changed with time. As a result, the Booth
diffusion model has been modified to account for the transient temperature
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response of the core. For a transient temperature, an infinite series form
of the solution Is used. The fractional retention Is given by

Fractional retention = ~
*

/

j -y exp(-n ir T |

(4)

n=l "

where

r

1_

I

I

D[T(t )] dt

a^ 0

The fractional release rate, dFR/dt, Is given by
dFR
6D(t) \ ^ ^^„. „2^2 .
^
^ —2
^.^ exp(-n t j)
^
n=:l

...
(5)

.

Thus, for a given node In the TMI-2 core, the release fraction and fractional
release rate for the volatile fission products can be calculated once the
temperature history has been established and reasonable values of D and a
have been chosen.
The core temperature history that was used in this calculation was determined
using the SCDAP/RELAP5 computer code.[10] The core was modeled using three
representative radial fuel regions, corresponding to the center, middle, and
peripheral regions of the core. Six axial nodes were used to model each fuel
region resulting In a total of 18 nodes for the entire core. Figure 1 is a
schematic representation of the reactor core and vessel nodalization used for
this calculation. Cladding temperatures were calculated from accident
initiation to the end of Phase 3a, or 180 min. Figure 2 presents the
calculated cladding temperatures from 100 to 180 min for the center, middle,
and peripheral assemblies 1n the core. Booth diffusion is a valid
representation of fission product behavior only as long as the fuel geometry
is preserved. Therefore, the calculation of fission product release was
carried out only up to a temperature of 2180 K (temperature at which
dissolution of UO2 by molten zlrcaloy begins) in the base case calculation.
The expression for the diffusion coefficient, D, was extracted from an
extensive study by Lawrence.[11] This study Investigated the influence of
several environmental conditions on the diffusional release of fission
products, including postirradlation anneal versus In-pile testing,
stoichlometry, burn-up, fuel density, power rating, and surface vaporization
and sublimation. The data base used In determining the best-estimate
diffusion coefficient for Xe included data from postirradlation annealling
experiments with fuel densities ranging from 58 to 99% of theoretical,
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Figure 1. SCDAP/RELAP5 nodalization of the THI-2 reactor vessel and
internals.
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stoichlometry ranging from 1.9 to 2.22, temperatures ranging from 870 to
2470 K, and burnups up to 800 MWd/MlU. The resultant diffusion coefficient
for Xe was determined to be
D = 7.6 E-06 exp(-7.0 E4-04/RT )cm^/s

.

(6)

The sphere radius, a, used In this study was derived from a correlation
developed by Belle,[12] Illustrated In Figure 3. The least squares fit to
the data by Belle, also shown In this figure is [13]
a = 3R 10[20-&1 - RC67.9 - 46R)]

^^^

where R Is the ratio of the fuel density to theoretical density. The density
of the fuel used in the lMI-2 core was 92.5% [14] which corresponds to an
effective sphere radius of 4.0 E-03 cm. Equation (6) was divided by the
square of this effective radius to obtain the fractional release rate versus
temperature. This result 1s plotted In Figure 4.
These three input parameters (calculated core temperatures, diffusion
coefficient, and effective sphere radius) were used to estimate Xe release
for temperatures up to 2180 K In the base case calculation. In addition, a
series of sensitivity studies were made wherein the core temperatures,
diffusion coefficient, effective sphere radius, and maximum temperature were
varied to bound the expected fission product release. The core temperatures
were varied by ±100 K because of uncertainties in the SCDAP/RELAP5
temperature calculation. A second correlation for the diffusion coefficient,
developed by Prussin et al.,[8] was used to Investigate the sensitivity of
the results to this parameter. This correlation 1s also plotted in
Figure 4. The effective sphere radius was varied from 2.0 E-03
(corresponding to the low range of the fuel pellet density) to 2.0 E-02 cm
(corresponding to the maximum expected radius In Reference 8 ) . Finally, the
maximum temperature up to which the Booth analysis was considered valid was
varied between 1700 and 2800 K, the lower temperature corresponding to
liquefaction of the steel components in the core and the upper temperature
corresponding to the monotectic temperature at which there is an enhanced
solubility of UO2 In molten zlrcaloy.
Xenon release results for the base case and sensitivity calculations are
listed in Table 3. Xenon release was found to be most sensitive to the
maximum temperature used in the calculation. As noted, the base case
calculation, as well as nearly all of the sensitivity calculations. Indicate
only minimal (<2%) release of fission product Xe due to diffusion during
Phase 2. This low total release 1s the result of the generally small
calculated release rates (on the order of 5 E-03 % / s ) . The exception is for
the upper bound calculation, designated number 9 in Table 3. For this
calculation, all of the parameters were set to result in the maximum expected
release, including the largest diffusion coefficient, highest maximum
temperature, and highest cladding temperatures. The resulting core-average
release was 27%. Thus, the core-average release of Xe (and by implication,
Kr, I, and Cs) 1s calculated to be between 0 and 27%.
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TABLF 3. CALCULATED DIFFUSIONAL RELEASE FROM TMI CORE DURING PHASE 2
Number
1
2
3
4
5
6
7
8
9
10

Calculation
Base case
T = TscDAP + 100
T = ISCDAP - 100
a =- 0.02 cm
a = 0.002 cm

PfJrcent Release
0.02
0.05
0.01
0.002
0.09

Tmax = 2800 K
Tmax = 1700 K
Prussin results
All parameters at max Imum val ues
All parameters at min Imum val ues

0.68
0.002
1.77
27.0
0.000

Though the core-average release was in the range between 0 and 27%,
individual nodes were calculated to have released up to 60% of their
inventory, depending on their location in the core and the temperature
history. The range of core nodal release fractions is Indicated in Figure 5
which shows the release fraction histories for the nodes experiencing the
maximum and minimum releases as calculated for the base case and maximum
release calculations, respectively. Also included 1s a node which
experienced a release near the average for each case. As shown in the
figures, the minimum nodal release was approximately 0 for both calculations
while the maximum nodal release was approximately 60%.
The specific calculation, described above, was for the release of fission
product Xe from the TMI-2 core. It has been assumed in this analysis that
other gaseous and high volatile fission products (Kr, I, Cs, and Te) diffused
at approximately the same rate. Uhile It is obvious that there are
differences in the diffusion of these different fission products, these
differences are expected to be smaller than the uncertainties In the other
parameters governing diffusion (e.g., calculated versus actual core
temperatures, fuel stoichlometry, etc.). The effect of these differences on
the release fractions is Included within the sensitivity calculations already
discussed.
A direct comparison of the calculated release fractions with measured data
from the core cannot be made, primarily because of the difficulty Involved In
Identifying the conditions experienced by individual samples extracted from
the core and the uncertainty In identifying the original enrichment and
burnup (both of which affect the initial fission product inventory) In the
sample. Additionally, there are no samples available that experienced only
the first two phases of the accident; therefore the measured fission product
release fractions are a result of fission product release during the entire
accident. Within these uncertainties, however, some general comparisons
between measured and calculated fission product release can be made.
Volatile fission product release measured in samples extracted from the upper
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debris bed is judged to have occurred primarily during Phases 2 and 3a since
during Phases 3b and 4 this debris was covered yith water and was In the
process of being quenched. No data on noble gas release from these samples
are yet available (but will become available in the future). Release of I
and Cs from these samples ranges from 69 to 87% for I and from 60 to 92% for
Cs. The calculated Phase 2 nodal releases for both of these species range
from 0 to 60%, depending on the temperature and diffuslvity parameters used
In the calculation for the particular mode. Significant additional release
Is expected to have occurred during Phase Sa^ as discussed In Section 4.
Thus, these volatile fission product release calculations are generally
consistent with the data obtained from the upper debris samples.
In general, Te release from the fuel pellets Is roughly slroilar to the Xe
diffusional results. However, separate effects test data Indicate that Te
tends to become bound to unoxidlzed Zr In the cladding. When the zlrcaloy
oxidizes, the Te Is released. It Is reconmended In Reference 15 that when
the local Zr oxidation is less than 70X» the calculated Te release should be
reduced by a factor of 40. It is Indicated In Reference 16 that the global
Zr oxidation was of the order of 50% (based on an analysis of the hydrogen
that was evolved from the core). However^ since approximately 40% of the
core was largely undamaged (i.e., remained predominantly in an unoxidlzed
rod-like geometry), the hydrogen generation estimate Indicates that the
damaged portion of the core could have been heavily (-80%) oxidized.
Therefore, It is expected that in the undamaged core regions where the local
oxidation Is less than the 70% threshold, any Te released from the fuel would
be sequestered by the cladding. However, for the heavily damaged areas of
the core, significant Zr oxidation probably occurred, suggesting that the Te
release from these regions could be large.
3.2

Other Factors Affecting Fission Product Release During Heatup

There are factors other than simple diffusion that affect fission product
release from UO2 during heatup of solid fuel. Two of the more important
are fuel oxidation and fuel burnup. Fission product gases migrate to fuel
grain boundaries during Irradiation under normal operating conditions and
collect in bubbles in the boundaries. Above burnups of -5000 NWd/ilU,
depending on the fuel temperature, the density of gas bubbles in the
boundaries becomes great enough that the bubbles tend to interconnect to form
a continuous tunnel network of voids in the grain boundaries that reaches to
the pellet su.rface. This tunnel network provides a path of rapid escape for
fission gases and vapors that reach it from the grain interiors. Because the
average burnup In the TMI-2 core was <4000 Mid/HTU, this tunnel network
would not be expected to be well developed prior to the accident. The
mlcrostructures of fuel In regions of the lW-2 core not exposed to high
temperatures In the accident confirm this expectation (Figure 6).
Oxidation of the fuel by steam enhances atomic mobility in the UO2 and thus
the release rates of fission products. Enhancements in release due to fuel
oxidation by factors of 2 to 4 have been reported.[17] One of the evidences
of the effect of Increased atomic mobility is accelerated grain growth. The
process of grain boundary sweeping during grain growth can be an important
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Figure 6.

Optical photomicrograph of etched fuel below lower crust showing
microstructure typical of low burnup fuel. I.e., little.porosity
redistribution. Sample from location D4, 1.05 m above bottom of
core.
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mechanism for accelerating the migration of fission products to grain
boundaries during heatup. However, in low burnup fuel such as in TMI-2, the
fission products accumulated at the grain boundaries during heatup are
trapped until the boundaries are opened or otherwise changed by other
phenomena. Therefore, although some evidence of at least localized fuel
oxidation in TMI-2 exists,[18] the possible effects on fission product
release are acconmodated within the sensitivity study (discussed In
Section 3.1) that varied the magnitude of the diffusion coefficient in the
Booth model. Two additional phenomena that can affect the structure of the
grain boundaries and the release of fission products trapped In them are fuel
liquefaction and fuel cracking. Fuel liquefaction by Interaction of UOp
with molten zlrcaloy occurs upon heatup and is discussed in the following
section, whereas fuel fracturing is of concern principally upon cooling and
1s discussed under Phase 3a.
3.3

Fission Product Release from Liquefied Fuel

Laboratory studies [19] of the liquefaction of UO2 by molten zlrcaloy show
that the process proceeds by the diffusion of oxygen from the UO^
preferentially along grain boundaries into the zlrcaloy. The depletion of
oxygen leads to reduction of the UO2 to liquid uranium metal in the grain
boundaries. The boundaries are weakened by this process and grains of UO^
are separated from the surface of the fuel and are surrounded by molten
zlrcaloy. The high surface area of the individual grains contributes to
their rapid dissolution by the zlrcaloy. Once the UO2 has been dissolved
in the molten zlrcaloy, the release of fission gases and vapors is governed
by the coalescence and rise of bubbles in the liquid to a free surface. This
behavior Is considered in the Phase 3b analysis.
It has been argued,[20] based on theories of atom and bubble mobilities, that
the liquefaction of grain boundaries In low burnup fuel should cause an
increase in the release rate of fission gases and volatile fission products
(such as iodine and cesium), but should cause no significant change In
release rates for high burnup fuel with interlinked porosity at grain
boundaries. On-line measurements of fission product release rates from some
In-pile bundle tests using trace-Irradiated fuel have been Interpreted in
terms of enhanced release rates upon fuel liquefaction,[21,22] but these
experiments are complex and not readily amenable to unambiguous
interpretation. A reduction In fission product release rates has been
calculated by Rest [?3] for grain boundary liquefaction in out-of-plle
release tests performed on high burnup fuel at Oak Ridge National
Laboratory.[24] As will be discussed in Section 4.2, fuel fragments In the
upper debris bed exhibit some degree of interlinked porosity in grain
boundaries typical of higher burnup because of time at high temperature.
Therefore, for the analysis of fission product release during the heatup
phase In the TMI-2 accident, the effect of grain boundary liquefaction in
TMI-? fuel would not change fission product release rates significantly and
that the effect is accommodated within the sensitivity study varied the
magnitude of the diffusion coefficient in the Booth model. The effect of
bulk dissolution of UO2 by molten zlrcaloy is analyzed In Phase 3b where
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bubble coalescence of fission product gases and vapors 1s considered and Is
found to have a pronounced effect on release from the liquid state.

4.

FISSION PRODUCT RELEASE DURING PHASE 3A

Phase 3a is defined as the time period between 174 and 180 min when the
B-loop pump was restarted and injected a large quantity of liquid Into the
vessel. No "first principles" models exist to characterize fission product
behavior during the quenching of the fuel and formation of the debris bed
which occurred In Phase 3a. Therefore, this section is limited to a
discussion of In-pile experiments that were quenched from high temperature,
and the results from metallurgical examination of the upper debris bed
samples from the TMI-2 core,
4.1

Fission Product Release during Fuel Fracturing and Fragmentation

Ihe Power Burst Facility Severe Fuel Damage Scoping Test (SFD-ST) [22] and
the Loss-of-Fluld Test (LOFT) FP-2 experiment [25] are the only two severe
fuel damage in-pile experiments in which the fuel bundle was cooled with a
rapid reflood of water into the bundle. In SFD-ST greater than 90% of the
fission product release occurred after initiation of reflood and preliminary
Information suggests that a similar release behavior occurred 1n the LOFT
FP-2 experiment. The fuel burnup in these experiments was very low, less
than 450 MWd/MTU. As was discussed above, one would expect fission products
to migrate to grain boundaries in low burnup fuel during a high-temperature
transient. The fuel will crack as it is subjected to thermal-mechanical
stresses during cooling as a result of reflood. Transgranular and
intergranular cracking have been observed in fuel cooled rapidly from high
temperature. Intergranular cracking has been explained [26] based on
quenching from above the equicohesive temperature (about 1900 K in UO2)
where the ultimate tensile strength sharply decreases due primarily to
decreasing grain boundary strength and ductile failure along grain
boundaries. (Note that in the SCDAP/RELAP5 calculation described In
Section 3, nearly 90% of the upper half of the core reached temperatures In
excess of 1900 K prior to the B-pump transient.) Some fracture along grain
boundaries was observed In SFD-ST but this phenomenon was not widespread.
Transgranular cracking can intersect accumulations of fission products
trapped at grain boundaries and enhance release. This kind of cracking Is
prevalent In both SFD-ST and in the particles that make up the upper debris
bed in TMI-2 (Figure 7 ) .
4.2

Fuel Morphology of TMI-2 Upper Debris Bed Samples

Samples from the upper debris bed have been examined to characterize the fuel
morphology that is important to fission product release before and during the
pump transient. Specifically, the examination focused on characterizing
grain boundary porosity and interconnection, the degree of fuel oxidation,
fuel fracturing, and amount of grain growth. Figure 8 shows that the grain
boundaries contain a great deal of porosity and that some interconnection to
form tunnels along grain edges may have occurred.
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Figure 7.

Macrocracking of fuel fragment In upper debris bed.
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Figure 8.

Scanning electron microscope image showing interlinked porosity at
grain boundaries in fuel in the upper debris bed.
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Based on the microstructure of fuel that was not overheated In the accident
(Figure 6) and previous work,[20,24,27] it is expected that fission gas
bubbles migrated to the grain boundaries primarily during the heatup in
Phase 2 of the accident. To the extent that open pathways developed along
grain boundary edges, fission gases and vapors could be released In this
phase of the accident at a rate exceeding simple diffusion as calculated In
Section 3.1. However, evidence of interaction of the fuel with molten
zlrcaloy is widespread in the upper debris bed (Figure 9) and this
interaction produces liquid uranium metal in the grain boundaries of the
fuel,[19] tending to slow release along previously open pathways. Despite
some Auger measurements Indicating localized oxidation of the fuel, the
absence of U4O9 In the microstructure suggests that fuel oxidation was
not widespread. This observation is consistent with the observed lack of
grain growth. There was a large amount of macrocracklng evident In the fuel
cross sections (Figure 7) and fuel pullout during preparation (Figure 10)
Indicating that grain boundary separation or Intergranular cracking also
occurred. The intersection of macrocracks with porosity trapped at grain
boundaries has been used to explain fission gas release upon cooling from
high temperature transients.[27] Additionally^ grain boundary separation can
contribute to fission product release upon reflood.
In summary, the microstructure of the fuel in the upper debris bed suggests
that fission gas bubbles migrated to grain boundaries during the heatup
period of the accident (Phase 2) and that some Interlinkage accelerating
fission product release from the fuel may have occurred. However, the
reduction of UOo to uranium In grain boundaries by the interaction with
zlrcaloy would be expected to occur In a similar temperature regime (2200 K)
and, therefore. In a similar time frame, as the Interlinkage of porosity
along the boundaries. The net result is that fission product release during
Phase 2 may not have been greatly affected by either grain boundary
interlinkage or the initial stages of fuel liquefaction. The range of
dlffusivities employed in the Booth diffusion study of fission product
release in Phase 2 Is intended to encompass uncertainties in the phenomena
discussed above. Although the release Is not expected to be affected by the
initial stages of fuel liquefaction, the release of fission gas bubbles from
the liquid formed by bulk dissolution of UO2 can be rapid as Is discussed
in the Phase 3b analysis. The macrocracks and fuel Intergranular fracturing
observed in the fuel in the upper debris bed suggest that considerable
additional release of fission gases and volatile fission products could have
taken place upon refloodlng at the time of the B-loop pump transient.
5.

FISSION PRODUCT RELEASE DURING PHASE 3B

Phase 3b Is defined as the time period between 180 and 224 min when the
consolidated mass of molten material was in an uncooled geometry surrounded
by water. During this phase, this mass continued to heatup and form a large
molten pool. This molten mass was surrounded by a crust which was covered
with a debris bed. The core was covered with water as a result of the B-loop
pump transient. Fission product release during this phase can come from
three separate fuel regions: fuel still In a rod-like geometry, the debris
bed, and the molten pool. Because the rods and debris bed were relatively
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20 pm
Figure 9.

Optical photomicrograph showing Interaction of molten zircaloy
with fuel in upper debris bed.
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Figure 10.

Optical photomicrograph showing fuel pullout due to intergranular
fractures in fuel in the upper debris bed.
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cools very little fission product release Is expected from these sources.
a result, only fission product release from the molten pool 1s considered
here.

As

Details of the geometry of the molten pool used In all calculations In this
section are given In Section 5.1. Different mechanisms are thought to govern
the release of the high and low volatile fission products from the molten
mass. Because the volatile fission products are gaseous at high temperature
f>2800 K) their release is expected to be dominated by bubble dynamics In
the molten pool. Section 5.2 examines bubble dynamics 1n a convectlve pool
to determine the amount of gas that can be released from the melt. Medium
and low volatile fission products fSb, Sr, Eu, Ce) will tend to exist as
condensed phases 1n the melt. Hence, their release is probably controlled by
convectlve mass transfer from the melt. The oxygen content of the melt will
be used to determine the dominant chemical form and volatility of these
fission products. The behavior of the medium and low volatile fission
products w i n be discussed In Section 5.3. The effect of a crust of U2r0
material surrounding the melt will be Investigated in Section 5.4.
5.1

Geometry of the Molten Pool

For all fission product release calculations, the pool was assumed to be a
hemisphere, 1.45 m In radius and 6385 L in volume. The details of pool
growth during Phase 3b have been neglected. This volume represents 35% of
the original core material. Based on metallurgical examination of samples
that relocated from this region into the lower plenum, the material was found
to be stoichiometric (U,Zr)02 with a melting point of 2800 K. Potential
fission product Inventories In the pool are 35% of the total core inventories
given in Table 1. Physical properties of the molten (U.ZrlOp used 1n these
calculations are listed in Table 4.
TABLE 4.

VALUES OF PHYSICAL C ONSTANTS OF MOLTEN fU,Zr)02 AT 2800 K^
Constant

Value

Range

Density, p (kg/m^)
Viscosity, p (kg/ms|
Heat capacity, Cp fO/kgK|

8700
5.1 E03
500

±25%
±50%

Coefficient of thermal expansion, p fK"'')
Thermal conductivity, k (U/m-K)
Thermal diffusivity, a fm^/s)
Kinematic viscosity, v (m^/s)

9.3 E05
4
9.1 E07
5.9 E07

♦100%/50%
±?5%
±50%
±25%

From References 13 and 33.
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5.2

Volatile Fission Product Release from the Melt

The release of noble gases, Kr and Xe, and the volatile fission products, I
and Cs 1s expected to be dominated by bubble dynamics in the molten pool
because these high volatile fission products are gaseous at the high
temperatures (>2800 K) 1n the melt. Results from the heatup analysis of
this molten mass suggest that a large temperature gradient existed between
the center and periphery of the melt and that the pool was probably in
natural convection during Phase 3b.[28] As a result, gas bubbles in the melt
can only be released if the buoyant velocity of the bubble is large enough to
overcome the convectlve velocity in the pool. Comparison of the bubble rise
velocity with the convectlve velocity in the pool will determine the critical
bubble size that can escape from the pool and be released. This approach
should provide a conservative estimate of the critical bubble size because It
1s assumed that the convectlve pool forces always oppose the buoyant forces
of the bubble. However, given the circular nature of convection cells. It is
recognized that sometimes the convectlve and buoyant forces act together to
bring bubbles to the surface.
The rise velocity of a spherical gas bubble is found by balancing the drag
and buoyant forces on the bubble. Hence
^rlse = 2pgr^/9p

(8)

where
p

=

density of melt (kg/m^)

g

=

acceleration due to gravity (m/s^)

r

-

radius of bubble (m)

p

=

viscosity of melt (kg/m-s).

The convectlve velocity can be obtained from an energy balance and is given by
V

=. 2Q/pAc AT

conv

^ ^

(9)

p

* '

where
Q

=

total decay energy in the pool (J)

A

=

area for convection (m^)

Cp
AT

=
:^

heat capacity (W/m-K|
temperature gradient from pool center to surface (pool
superheat) (K|.
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The velocity given by Equation (9) more closely represents the velocity In
the boundary layer than the velocity in the pool because most vf the
temperature gradient across the pool is in the boundary layer. The pool
velocity Is probably significantly larger than that given by Equation (9).
The criterion for bubble escape 1s given by
V , >V
rise
conv .
Solving for the critical diameter yields
d

,. > (18pV
/pg) ''''^
crit
* *^ conv ^^^

\r1t > C9Qp/pVcpAT)^^^

(10)
* '

(lla)
* '
.

(lib)

Values for the variables used In Equations f8| through (11) are given In
Tables 4 and 5. Realistic estimates of the ranges of these parameters are
also listed In the table. Substituting the nominal values of the variables
yields a minimum critical diameter of about 37 pro. The major uncertainty
In this calculation Is the pool convection velocity (V(.Q^y), which in turn
depends on the pool superheat (AT). Because most of the temperature
gradient Is In the boundary layer of the convecting pool, the nominal value
of At is probably too high. A lower temperature gradient through the pool
would cause Vj-Qj^y to Increase. As a result, convection velocities between
0.1 and 10 cm/s were used to bracket the range of d^^^|.. Using these upper
and lower estimates on the pool convection velocity results in a range for
^crit between 33 and 328 pm.
Having calculated the critical diameter of bubbles that will escape the pool,
the amount of gas in the melt that Is In bubbles greater than d^fit needs
to be estimated. Host of the Initial volatile fission product inventory will
be In bubbles much less than dj.j.^|. The Initial bubble size in the pool Is
probably governed by the Initial bubble distribution In the fuel grains prior
to liquefaction. For the low burnup fuel in TMI-2, the gas bubbles In solid
fuel are rather small f-lOO A ) . However, as the fuel is dissolved and
temperatures Increase, diffusion of volatile fission product atoms In the
fuel matrix and bulk diffusion of the Intragranular gas bubbles in the fuel
Mill cause most of the gas to reside In bubbles. These bubbles will Interact
and grow by coalescence. Coalescence theory can be used to determine the
growth characteristics of the bubble size distribution in the molten pool and
hence estimate how much gas release can be expected during Phase 3b.
The rate of coalescence of a bubble of radius r is given by [29]
m

dn^/dt - 0.5 ^
Uj=k

^^'"r^j^"l"j " " k S ^^^k^""!^"!
1=1
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TABLE 5. VALUES OF PARAMETERS USED IN PHASE 3b RELEASE CALCULATION
Parameter

Value

Pool internal heat
generati on, Q (HW/ra'*)
Pool superheat, AT(K)
Pool vel oclty, Vponv (cra/s)
Critical diameter, d^^^i (pm)
Raleigh number, Ra
Prandtl number, Pr

1.75

198
0.13

37
4.81 E+15
0.65

Range

±0.25
128-320
0.1-10
33-328
5.10 Etl4/3.68 Ei-16
--

Diffusion coefficient (cm^/s)
1.31
4.24
6.58
3.27
3.24

Ru
Sr
Sb
EU2O3
Ce203

E-04
E-05
E-05
E-05
E-05

where
B(r^,rj)

coalescence frequency function (cra3/s)

"k

number concentration of bubble of size Tk (p/cra3).

The first term represents the rate at which bubbles of size k are formed by
collisions of particles of size 1 and J. The second term represents the rate
at which bubbles of size k disappear due to coalescence with bubbles of all
other sizes. Two processes are assumed to cause bubble coalescence;
turbulence in the molten pool and differential bubble rise due to buoyancy.
For each mechanism, a coalescence frequency function can be determined.
Although not exactly applicable to the case of turbulence In the pool, a
correlation for aerosol agglomeration In turbulent pipe flow Is used.[30] It
Is given by
B d J I ^ y r b = ''•3(r^ * r^)^ (c/v)''^^

(13)

where
cJv

=

d

(4/d„)(f/2)''-Vor.„

m

conv

and
Cfi
V

=
=

.eddy d i f f u s i v i t y (m^/s^)
kinematic viscosity (m^/s)
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CI*)

d,fi

-

pool diameter (ra)

f

=

fanning friction factor (- 0.004)

Vconv

~

pool convection velocity (m/s).

The rate of coalescence due to turbulence Is found to be more sensitive to
the velocity of the convecting pool than to the size of the bubble. For
differential bubble rise in the pool, the frequency function is given by [30]

As can be seen by examination of Equation (15), two bubbles of the same size
w i n never coalesce through bubble rise since they rise at the same rate.
For the analysis here, It is assumed that the overall collision frequency
function Is given simply as the sum of the turbulent and bubble rise
functions. Figure 11 is a three-dimensional plot of the overall collision
frequency function B(1,j) as a function of the diameters of the two
coalescing bubbles. As indicated in the plot, the frequency function
increases dramatically as the size of either of the two coalescing bubbles
increases. This result basically reflects the fact that large bubbles can
sweep out more of the gas in the pool than small bubbles due both to their
greater surface area and larger rise velocities. An examination of Equation
(15) indicates that a factor of 10 increase In bubble radius will cause a
factor of 10^ increase in the coalescence frequency function. Separate
examinations of the turbulent and bubble rise mechanisms indicate that
turbulence Is only important for very small bubbles. At large sizes,
coalescence Is due primarily to bubble rise in the pool. In Equations (12)
through (15) it Is assumed that each collision results in coalescence. This
is a common assumption used in both UO2 fuel swelling analysis and aerosol
agglomeration theory.[29,30] Despite this fact, it Is not clear that this
assumption is correct for very small bubbles. The effects of bubble surface
tension may result in only a fraction of all collisions producing
coalescence. Nevertheless, the assumption that all collisions produce
coalescence is used for this scoping type of study.
Due to the large uncertainty in many of the Input parameters in this model,
several calculations have been performed to bound the amount of gas that is
released from, the melt as a function of time. Three parameters were thought
to control gas release from the pool. They are: (a) the amount of gas
Initially In the melt, (b) the initial size of the bubbles in the pool, and
(c) the velocity in the pool (which determines the critical bubble diameter
for escape and the rate of coalescence due to turbulence). Analysis of
diffusional release during Phase 2 indicates that between 0 and 60% of the
volatile fission products would have been released from individual fuel
pellets (depending on their location In the core) prior to the formation of
the molten mass. The fuel fracturing that occurred during the pump transient
could have increased these values to close to 100% for some of the small fuel
fragments. Because of this range in release estimates, no single initial
inventory of gas in the melt can be estimated with certainty. As a result,
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Figure 11. Coalesence frequency function, B ^ j , as a function of bubble
diameter.
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the sensitivity calculations were performed assuming that the pool contains
100%, 50%, and 10% of Its initial Inventory. Three Initial bubble sizes of
0.01, 0.1, and 1 pm were chosen for the analysis. Finally, as stated
earlier, due to uncertainties In pool thermal parameters, natural convection
pool velocities ranging from 0.1 to 10 cra/s were chosen for this analysis.
The amount of gas release as a function of time for the best estimate case Is
shown In Figure 12. As Indicated in the figure, release Is very small early
In time as the initial bubble distribution coalesces into larger bubbles.
Once a sufficient quantity of large bubbles have developed, the amount of gas
escaping the melt increases dramatically due to the sweeping effect of these
bubbles. The results from this best estimate case indicate that most of the
gas would be released from the melt during Phase 3b very quickly (<5 min).
The times to release 75% of the volatile gas Inventory from the melt for all
the sensitivity cases are listed In Table 6. The results of all of the
calculations indicate that virtually all of the gas would be released from
the melt during Phase 3b. These results agree with the iodine retention
estimates from the lower plenum samples, yet are In disagreement with the Cs
retention data. Thus, It Is postulated that the high cesium retention in the
lower plenum samples is not the result of a physical process, but may be
because the retained cesium Is in a less volatile (as yet unknown) chemical
form which reduces it volatility In the melt. Silicates, zirconates, and
borates of cesium are three potential low volatile chemical forms that might
be stable at 2800 K. Silicates could be formed from Si02 Impurities in the
stainless steel, borates could be formed by the Interaction of B4C burnable
poison rods with the cesium, and zirconates could form by reaction of the
cladding with cesium.
TABLE 6.

VOLATILE FISSION PRODUCT RELEASE RESULTS FOR VARIOUS BUBBLE
COALESENCE PARAMETER VALUES

Initial Inventory

Fraction of

(gw)

Time to Release
75% of InV'

(%l

fs)

0.1

0.1
1.0
10.
10
10

100
100
100
100
100

109
67
29
66
29

1.0
0.1
0.1
0.1
0.1

10
10
10
10
10

100
100
50
10
100

8
29
57
291

d
fpi)

0.1
0.1
0.1
0.01

v.„„..

a. Coalescence rate determined from turbulence alone.
considered.
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5,3

Medium and Low Volatile Fission Product Release from the Melt

Unlike the volatile fission products, the medium and low volatile fission
products will tend to remain as condensed phases in the melt because of their
low vapor pressures. The chemical forms of the lower volatile fission
products in the melt are determined by the oxygen potential in the melt. As
indicated in Figure 13, the high oxygen potential of stoichiometric
(U,Zr)02 at 2800 K (~ 590 k3/mole O2) suggests that Eu and Ce will exist
as oxides (I.e., EU2O3, and Ce203) whereas Ru, Sr, and Sb will exist
as metals because of their low oxidation potentials.
Release of these materials from the molten pool can be calculated based on
mass transport through a liquid. The rate of mass transport of a species 1n
a liquid 1s given by
M , - k A(C. T, - C
.
)
vap
c * bulk
surface^
where

(16)
' '

kc

-

mass transport coefficient through the condensed phase
(ra/s)

A

=

surface area for vaporization (m^)

Cfjuik

^

bulk concentration of species in the melt (kgrnole/m"^)

^surface

=

concentration of species at the surface (kgmole/m^).

Assuming that the concentration at the surface Is much smaller than the bulk
concentration, a mass balance on the pool yields
dC/dt - -Mygp/V = -(k^A/V)*C

(17)

where V is the volume of the pool. The solution to Equation (17) Is a simple
exponential with a time constant of (V/k^A). The time constant is a
function of the geometry and mass transport coefficient. The mass transport
coefficient is determined by the hydrodynamics of the pool. Three extreme
cases have been examined: (a) a stagnant pool where mass transport Is
controlled by diffusion, (b) a well-mixed pool where mass transport is
controlled by natural convection of vapor to the pool surface, and (c) mass
transport of vapor to the volatile fission gas bubbles in the pool.
For the pure diffusion calculation, the pool was modeled as a parallelpiped
with a volume and height equal to that of the hemispherical pool (V ^ 6385 L,
R - 1.45 m ) . For this geometry, the mass transport coefficient is given by
[31]
k = (3 f ir)irD/[R(l f 4y2ir73')]

(18)
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Figure 13. Free energies of formation for core material oxides.
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where
D

=

diffusion coefficient of condensed phase in the melt (ra^/s)

R

=

radius of pool (ra).

For the case where transport in the pool is controlled by natural convection,
the mass transport coefficients for the top and bottom of the pool can be
obtained from heat transfer correlations and the mass transfer analogy,[32]
Thus
Nu^

= 0.36 Ra^*^^ (Sc/Pr)°^^

(19)

NUK +^«^ = 06 Ra°^ (Sc/Pr)°'^

(20)

bottom
where
Ra

=

Rayleigh number of the pool

Sc

=

Schmidt number

Pr

=

Prandtl number.

The Rayleigh, Schmidt, and Prandtl numbers are given by
Ra  (gBQR*/avk), Sc = v/D and Pr -- u/a

(21)

where
B

=

thermal expansion coefficient (K"'')

Q

=

volumetric heat generation 1n the pool (W/m^)

a

=

thermal diffusivity (m^/s)

k
=
thermal conductivity (W/mK).
The average mass transport coefficient for the pool is given by surface area
averaging Nutop ^nd Nubottora
k^ = (D/R)(Nu. ^ ^■ 2Mu.„,. „)/3
c
top
bottom

.

(22)

The diffusion coefficient for a condensed phase In the melt is given by [33]
D = 8.2 EIO [1 ^ (3v^/v^)^^^] T/(p^v^''''^)
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(23)

where

D

-

diffusion coefficient (cm^/s)

Pb

=

viscosity of the melt (g/cm-s)

va

=

molar volume of the melt (cm^/gmole)

Vb

=

molar volume of the condensed phase (tm^/gmole)

1

=

temperature of melt (K).

For the case of mass transport to the volatile gas bubbles, a transport time
can be estimated using the equation for diffusion to a sphere [31]
T = R^/(/D)

(24)

where the characteristic size, R, is the radius of the bubble. Values of the
parameters used to calculate the mass transport results are listed in Table 5.
Time constants have been calculated for the various fission product species
using Equations (17) through (24). The results are presented in Table 7.
The time constants associated with pure diffusion to the pool surface are
extremely long for all species due to the small surface to volume ratio of
the molten pool. As expected, the time constants for the well-mixed pool are
smaller than those for diffusion. By contrast, the time constant associated
with diffusion to a 10~pm bubble for all species is well under one second.
This rapid transport time does not indicate however, that large release of
the medium and low volatile fission products would be expected. The vapor
concentration, Cbuik. of these fission product species In the melt needs to
be examined. Raoult's law can be used to estimate the vapor concentration of
the fission product oxides (EU2O3, Ce203) because they are soluble In
the ceramic melt. The low vapor pressures of EU2O3 and Ce203,
combined with their low mole fractions in the melt, result In a very small
vapor concentration. Although the metallic fission products (Ru and Sb) have
moderate vapor pressures at 2800 K, their vapor concentrations 1n the pool
are also very small because of alloying of these species with other metallic
components (Fe, N1, Cr) [34,35] and the low mole fraction of metallic
material in the molten pool. All of these thermodynamic arguments Indicate
that despite the potential for very quick diffusional transport times to the
volatile gas bubbles, very little release of these medium and low volatile
fission products would be expected because of their low upper pressures and
mole fractions 1n the molten pool during the accident. However, 1f the
material that did not relocate to the lower plenum remained hot for many
hours, then the results 1n Table 7 Indicate that some release might have
occurred very late In the accident. All of these results agree with the
lower volatile fission product retention data In Table 2. For the fission
product oxides (EU2O3, Ce203), very little release was noted. The
low retention of the metallic fission products (Ru and Sb) 1n the lower
plenum ceramic samples is not the result of vaporization. Rather, the low
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TABLE 7.

TIME CONSTANTS FOR DIFI-USIONAL FISSION PRODUCT RELEASE FROM THE
MOLTEN POOL

Species

D1ff us1on Without
Convectlon
(davs)

Natural
Convection

Diffusion to a
10 pm bubble

(h)

(s)

96
297
197
386
389

3.9
9.4
8.8

Ru
Sr
Sb
EU2O3
CepOs

11.5
11.6

7.70
2.38
1.53
3.13
3.12

E-04
E-04
E-03
E-03
E-03

a. For a rectangular parallelpiped of the same volume as the pool and a
height corresponding to the pool radius of 1.45 m.
retention in these ceramic samples reflects the fact that Ru and Sb are tied
up with the other metallic components (Fe, N1, and Cr) in the melt that were
not sampled.
5.4

Effect of a Surrounding Crust

It is not expected that the crust would have any open cracks in it due to its
self-sealing nature. Because the material at the crust/pool interface is at
the melting point, any crack in the crust would tend to be plugged by the
molten material and refreeze thus preventing release of volatile fission
products until the large relocation of material at 224 min.

6.

FISSION PRODUCT RELEASE DURING PHASE 4

Very little fission product release is expected during the core relocation in
Phase 4 because it occurred so rapidly. Release during this phase 1s
probably governed by the break-up dynamics of the molten column as it entered
the water in the lower plenum. The extent of release will be a function of
the amount of melt surface area and trapped fission products exposed to water
during and following the relocation. Estimating fission product release
under such conditions Is very difficult because of the difficulty in
characterizing the cracking and breakup of the molten material as it entered
the lower plenum. Posttest examination of the fuel bundle in Test SFD 1-1
[21] Indicated that significant cracking of the molten U-Zr-0 mass
contributed to the large fission gas release upon cooldown. Thus, the
potential existed for significant release of volatile gas inventory during
Phase 4, depending on the extent of fragmentation as the debris entered the
lower plenum. However, based on the results from the Phase 3b coalescence
calculations, very little gas is expected to be trapped in the molten
material at the time of relocation.
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7.

SUMHARY AND CONCLUSIONS

Based on this preliminary analysis of fission product behavior during the
TMI-2 accident, the following conclusions can be drawn concerning high,
medium, and low volatile fission product release:
Volatiles (Noble gas. I, Cs. T e ) :
Volatile fission product release during Phase 2 was dominated by
diffusion up to the point that significant liquefaction of the fuel
occurred. Based on a series of sensitivity calculations, the average
core-wide fission product release during this phase was within the range
of 0 to 27%, though Individual locations within the core may have
experienced up to 60% release. The macrocracks and fuel intergranular
fracturing observed in the fuel in the upper debris bed suggest that
considerable additional release of fission gases and volatile fission
products could have taken place upon reflood following the B-loop pump
transient. These volatile fission product release results are generally
consistent with the iodine and cesium retention data obtained from the
upper debris samples.
Although in general Te release from the fuel pellets would be roughly
similar to the Xe diffusional results, separate effects test data
indicate that Te tends to become bound to unoxldized Zr in the
cladding. As the Zr oxidizes, the Te is released and transported from
the cladding. Therefore, it 1s expected that those areas of the TMI~2
core that experienced a high degree of oxidation should have high Te
releases while more Te retention is expected in areas of low oxidation.
Bubble coalescence calculations indicate that following liquefaction and
consolidation of the molten material into a large pool, volatile fission
products should be released very quickly from the melt due to sweeping
of small gas bubbles by large ones to the melt surface. However, the
gas would probably be trapped inside the crust until it failed at
224 min. The molten fuel breakup and macrocracking that occurred during
Phase 4 can result in release of any trapped volatile gas bubbles. The
magnitude of the potential release depends on the extent of debris
breakup as the molten material entered the lower plenum. These results
are in agreement with the iodine retention data for the lower plenum
samples. However, these results also indicate that the high cesium
retention in the lower plenum samples is not the result of physical
bubble trapping in the molten pool. It 1s postulated that the cesium is
in a less volatile (as yet unknown) chemical form which reduces it
volatility in the melt. Silicates, zirconates, and borates of cesium
are three potential low volatile chemical forms that might be stable at
2800 K.
Medium (Ru. Sb) and Low (Eu. Ce) Volatile Fission Product Release:
The chemical forms of the medium and low volatile fission products are
determined by the oxygen potential of the system. The oxygen potential
of the molten (U,Zr)02 pool in TMI-2 suggests that Eu and Ce will
exist as oxides (i.e., EU2O3 and Ce203) while Ru, Sr, and Sb

24 b

will exist as metals. Very little medium and low volatile fission
product release was calculated to have occurred during the TMI-2
accident primarily because of the low volatility of these species In
both the solid and molten fuel and the low surface-to-volume ratio of
the melt. These calculational results agree with the lower volatile
(Eu, Ce) fission product retention data. The low retention of the
metallic fission products (Ru and Sb) in the lower plenum ceramic
samples is not the result of vaporization. Rather, the low retention In
those ceramic samples reflects the fact that Ru and Sb are tied up with
the other metallic components (Fe, Ni, and Cr) in the melt that were not
sampled.
The fission product retention estimates developed in this study have been
compared, to the extent possible, with retention data from lower and upper
plenum samples. This analysis has been able to explain some of the
measurement results, however additional work Is still required to explain the
high cesium retention in the lower plenum. The results from this study will
be factored into the accident scenario to provide additional Insight into the
accident. In addition, the results of this study will be used to help
resolve outstanding severe accident and source term Issues relating to
fission product release, transport, and chemical form,
8.
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